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Steel Square Tubing (Torsion Bar)

Rating 10
(≤ 0.01% Corrosion)
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Objective
The purpose of this test is to provide a controlled, accelerated, corrosive environment
to determine the corrosion resistance of the submitted materials.
Following all ASTN-B 117-11 testing methods and procedures.  

www.advaning.com

Steel Torsion Bar Test Report

Note
1. Salt Solution: 1% sodium chloride dissolved in 99%
distilled water (PH=6.5 to 7.2)
2. Test temperature: 35±2°C. 
3. Test duration: 48 hours
4. Volume of collected solution: 1.0-2.0ml/80cm²/hour  
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Before Test

Submitted Test Samples
After Test
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